
All dimensions are in millimetres unless otherwise shown.
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CONCRETE PAVEMENT FOR LANES
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TRANSVERSE: AT 3 m TO 5 m INTERVALS
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50 X 75 CHAMFERED KEYWAY
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JOINT LOCATIONS

CONTRACTION JOINTS:

LONGITUDINAL: AT CENTRELINE OF PAVEMENT WHERE WIDTH IS GREATER THAN 4 m

AT CATCH BASINS AND MAINTENANCE HOLES

PAVEMENT NEXT TO BUILDING AND OTHER STRUCTURES

PAVEMENT NEXT TO CONCRETE APPROACHES

AT BACK OF CITY SIDEWALKS

AT INTERSECTIONS

AT ABRUPT CHANGES IN WIDTH

EXPANSION JOINTS:

EXPANSION JOINT

CONTRACTION JOINT

CONSTRUCTION JOINT

2 % - 4 %

BUILDING OR FENCE PROTECTION IS REQUIRED
CURB AS SHOWN TO BE CONSTRUCTED ONLY WHERE

150 mm GRANULAR A

SUBDRAIN ACCORDING TO T-216.02-8

NOV 2014

150 mm CONCRETE RESIDENTIAL OR 180 mm

CONCRETE COMMERCIAL / INDUSTRIAL

T-502.01
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